
 

 
 

 
 

Table 1: Film R factor for iridium. 
 

Film Type Density Desired 
  2.0 2.5 3.0 3.5 
M100 3.2 4.3 5.5 6.6 
MX125 2.3 3.1 3.9 4.7 
T200 1.1 1.5 2.0 2.4 
AA400 0.8 1.1 1.5 1.9 
HS800 0.2 0.5 0.7 0.9 

 
 
 

Table 2: Film R factor for selenium. 
 

Film Type Density Desired  
  2.0 2.5 3.0 3.5 
M100 3.6 4.6 5.5 6.5 
MX125 2.2 2.9 3.6 4.4 
T200 1.4 1.8 2.2 2.6 
AA400 0.8 1.2 1.6 2.0 
HS800 0.3 0.6 0.8 1.0 

 
 
 

Table 3: Film R factor for cobalt. 
 

Film Type Density Desired 
  2.0 2.5 3.0 3.5 
M100 7.3 9.3 11.4 13.4 
MX125 3.9 5.3 6.7 7.9 
T200 2.3 3.1 3.9 4.7 
AA400 1.2 1.8 2.4 2.9 
HS800 0.1 0.6 1.0 1.4 

 


